
სსტ ენ ისო 21301-2:2019/2020 

 
 

საქართველოს სტანდარტი 
 

 

 

 

 

  

 

პლასტმასები - ეთილენ-ვილინის აცეტატი (EVAC)  დაყალიბებისა და 

ექსტრუზიის მასალები - ნაწილი 2:  გამოცდის ნიმუშების მომზადება და 

თვისებების განსაზღვრა  (ისო 21301-2:2019) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

საქართველოს სტანდარტებისა და მეტროლოგიის  

ეროვნული სააგენტო 

თბილისი 

 

 

 

s
ai
nf

o
r
ma
c
io

 n
aw

il
i.
 s

r
u
l
i 

t
eq
s
t
is

 s
an
ax

av
ad

 S
ei
Zi
ne
T
 s

t
an
d
ar

t
i.



სსტ ენ ისო 21301-2:2019/2020 

 
საინფორმაციო მონაცემები 

 

 

 1  შემუშავებულია საქართველოს სტანდარტების და მეტროლოგიის ეროვნული 

სააგენტოს სტანდარტების დეპარტამენტის მიერ 

 

 2  დამტკიცებულია და შემოღებულია სამოქმედოდ საქართველოს სტანდარტების 

და მეტროლოგიის ეროვნული სააგენტოს 2020 წლის 25 მარტის    

№38  განკარგულებით 

 

         3 მიღებულია გარეკანის თარგმნის მეთოდით  სტანდარტიზაციის ევროპული 

კომიტეტის   სტანდარტი  ენ ისო 21301-2:2019 “პლასტმასები - ეთილენ-ვილინის აცეტატი 

(EVAC)  დაყალიბებისა და ექსტრუზიის მასალები - ნაწილი 2:  გამოცდის ნიმუშების 

მომზადება და თვისებების განსაზღვრა  (ისო 21301-2:2019)” 

       

            4   პირველად 

 

 

5 რეგისტრირებულია საქართველოს სტანდარტების  და მეტროლოგიის  

ეროვნული სააგენტოს რეესტრში: 2020 წლის 25 მარტი 

№268-1.3-016974 

 

 

 

 

 

 

 

 

 

 

 

 

 
დაუშვებელია წინამდებარე სტანდარტის სრული ან ნაწილობრივი კვლავწარმოება, 

ტირაჟირება და გავრცელება  სსიპ საქართველოს სტანდარტებისა და მეტროლოგიის ეროვნული 

სააგენტოს ნებართვის გარეშე 
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 EUROPEAN STANDARD NORME EUROPÉENNE EUROPÄISCHE NORM 

 
 EN ISO 21301-2   
  March 2019 

ICS 83.080.20 Supersedes EN ISO 4613-2:1995
English Version  Plastics - Polybutene-1 (PB-1) moulding and extrusion materials - Part 2: Preparation of test specimens and determination of properties (ISO 21301-2:2019) Plastiques - Matériaux à base de polybutène-1 (PB-1) pour moulage et extrusion - Partie 2: Préparation des éprouvettes et détermination des propriétés (ISO 21301-2:2019) 

 Kunststoffe - Ethylen-Vinylacetat (E/VAC)-Werkstoffe -Teil 2: Herstellung von Probekörpern und Bestimmung von Eigenschaften (ISO 21301-2:2019) 
This European Standard was approved by CEN on 9 February 2019.   CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member.  This European Standard exists in three official versions (English, French, German). A version in any other language made by translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same status as the official versions.  CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United Kingdom.    

 EUROPEAN COMMITTEE FOR STANDARDIZATION C O M I T É  E U R O P É E N  D E  N O R M A L I S A T I O N E U R O P Ä I S C H E S  K O M I T E E  F Ü R  N O R M U N G    
CEN-CENELEC Management Centre:  Rue de la Science 23,  B-1040 Brussels 

© 2019 CEN All rights of exploitation in any form and by any means reserved worldwide for CEN national Members. Ref. No. EN ISO 21301-2:2019 E
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